
19 December, 2024

61978086

ALGT COLORED STONE IDENTIFICATION REPORT

IDENTIFICATION
Species .................................................................................. Natural Spinel

Variety ...................................................................... Color-Change Spinel

DESCRIPTION
Shape & Cutting Style  ....................... Square Cushion, Mixed Cut

Measurements ................................................. 8.12 x 8.07 x 5.87 mm

Carat Weight ............................................................................. 3.19 Carat

Color ................................................... Deep Blue/Deep Pinkish Purple

Transparency ......................................................................... Transparent

ADDITIONAL GRADING CHARACTERISTICS
Color Quality Grade ................................................. Fine Color Quality

Optical Effect  ...................................................... Color-Change Effect

COMMENTS

No indications of treatment.

MAIN PROPERTIES OF SPINEL

Chemical Composition  .......................................................... MgAl2O4

Crystal System  ............................................................................... Cubic

Mohs Hardness  ...................................................................................... 8

Specific Gravity  ..................................................... 3.57 - 3.90 g/cm3

Optical Character  ................................................................... Isotropic

Refractive Index  ............................................................ 1.710 - 1.735


